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1 Foreword

CB/T 3692-2016 was issued by Ministry of Industry and Information Technology of the

People's Republic of China on 5 April 2016 and has been in force since 1 September 2016.

2 Scope

This standard specifies the test piece and sample of the fillet weld fracture test, the test

piece welding, the sample preparation, the test method and procedure, the result record

and the test report.

3 About this standard

Sector: Shipping Industry Standard (Recommended)

Issued by: Ministry of Industry and Information Technology of the People's Republic of

China

English translation: about 8 pages (approximate)

Chinese original: about 9,970 characters

4 Classification and status

Chinese Standard Classification (CCS): U 05

Prefix CB/T: recommended standard.
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