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What this standard covers

This standard specifies the LPG cylinder heat treatment process, equipment and other

basic requirements, heat treatment process assessment procedures and quality inspection.

This standard applies to the normal ambient temperature (-40°C ~ +60 ??) is used, the

hydrostatic test pressure is less than 3. 3MPa, the nominal volume of less than 240L

refillable welded steel cylinders for liquefied petroleum gas.

Document data

International classification (ICS): 23.020.30.

Chinese classification (CCS): J74.

Estimated length of the Chinese original: 10,199 words.

Supersedes the earlier edition CJ/T 33-1999 (ZB J74006-1989).

Standards quoted by this document
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