CCS F 23 DL

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

DL/T 1035.5-2018

Replacing DL/T 1035.5-2006

Guides for inspection of circulating fluidized bed boilers - Part
5: Refractory

BEIRRCARIRIFIE TN 5885 . SRIPTH A BB RE

(English Translation)

Issued on: December 25, 2018 Implemented on: May 1, 2019

Issued by: National Energy Administration

Preview: page 1 of 2 shown, 7 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/dI-t-1035-5-2018


https://chinastandards.org/standards/dl-t-1035-5-2018

Table of Contents

Document data

Document data
Chinese classification (CCS): F23.
Estimated length of the Chinese original: 9,961 words.

Supersedes the earlier edition DL/T 1035.5-2006.

1

Preview: page 2 of 2 shown, 7 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/dl-t-1035-5-2018


https://chinastandards.org/standards/dl-t-1035-5-2018

