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What this standard covers

This standard specifies the quantitative testing methods for corrosive sulfur in mineral

insulating oils for oil-filled electrical equipment (eg transformers, circuit breakers, reactors,

transformers, etc.). This standard is applicable to the quantitative testing of corrosive sulfur

in mineral insulating oil.
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