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What this standard covers

This standard specifies the brazing copper and aluminum transition equipment clip copper

and aluminum bonding surface of the ultrasonic detection method and the test results of the

criteria. This standard applies to product acceptance, installation and maintenance of the

inspection. Product quality testing can also refer to this standard.
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