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What this standard covers

This standard specifies the hydraulic concrete phosphorus slag powder admixture of the

technical requirements, test methods, marking, inspection and storage, as well as hydraulic

concrete phosphorus slag powder mixed with the technical requirements, quality control

and inspection methods. This standard applies to all types of hydropower and water

conservancy, hydraulic mortar mixed with phosphorus slag powder can be implemented by

reference.
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