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What this standard covers

This standard specifies the extrusion side wall concrete performance test methods and

extrusion side wall concrete mix design methods. This standard applies to hydropower and

water conservancy CFRD extruded sidewall concrete quality testing and scientific

experiments, may refer to other similar projects.
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