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What this standard covers

This standard is applicable to raw material selection, mix design, performance test,

construction and quality inspection of self-compacting concrete of hydraulic and hydraulic

engineering.

Document data

International classification (ICS): 91.100.30.

Chinese classification (CCS): P59.

Estimated length of the Chinese original: 71,745 words.
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