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What this standard covers

This standard specifies the rotary sample riffle basic structural type, the main technical

parameters, model preparation methods, technical requirements, test methods, inspection

rules and signs, packaging and other requirements. This standard applies to geology,

metallurgy, nonferrous metals, coal, building materials, chemical production, research

department laboratory for dry samples were riffle size of less than 3mm rotary sample riffle

(hereinafter referred to as "riffle").
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