ICS 73.060 D Z

CCS D42

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

DZ/T 0279.30-2016

Analysis methods for regional geochemical sample. Part 30:
Determination of tungsten contents by alkali fusion-inductively
coupled plasma mass spectrometry

Xisith IRk RO 5% 3089 1BENTE FHE-BREESS B FARIL
B BT

(English Translation)

Issued on: August 16, 2016 Implemented on: December 1, 2016

Issued by: Ministry of Land and Resources

Preview: page 1 of 2 shown, 7 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/dz-t-0279-30-2016


https://chinastandards.org/standards/dz-t-0279-30-2016

Table of Contents

Document data

Document data

International classification (ICS): 73.060.
Chinese classification (CCS): D42.

Estimated length of the Chinese original: 11,190 words.

1

Preview: page 2 of 2 shown, 7 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/dz-t-0279-30-2016


https://chinastandards.org/standards/dz-t-0279-30-2016

