DZ

INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

DZ/T 0424.3-2022

Methods for chemical analysis of graphite ore - Part 3: Determination of
copper, lead, zinc, cobalt, nickel and chromium content - Microwave
digestion - inductively coupled plasma mass spectrometry

AR UFEDNFGZE B3 /. B . . FNRSENVE FHORCHRE-B
RO FBEFERIEL BhRk

(English Translation)

Issued on: November 30, 2022 Implemented on: March 1, 2023

Issued by: Ministry of Natural Resources

Preview: page 1 of 2 shown, 16 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/dz-t-0424-3-2022


https://chinastandards.org/standards/dz-t-0424-3-2022

Table of Contents

Document data

Document data

Estimated length of the Chinese original: 24,224 words.

1

Preview: page 2 of 2 shown, 16 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/dz-t-0424-3-2022


https://chinastandards.org/standards/dz-t-0424-3-2022

