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What this standard covers

This standard specifies the methods for determining the low-temperature resistance of

coated fabrics, including low-temperature impact testing and determination of the ultimate

embrittlement temperature. This standard applies to coated fabrics whose specimens can

be bent into a ring shape according to the specimen dimensions specified in this standard

without damage at room temperature.

Document data

International classification (ICS): 59.080.30.

Chinese classification (CCS): W06.

Supersedes the earlier edition FZ/T 01007-2008.
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