
ICS 59.080.01

CCS W 04 FZ

TEXTILE INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

FZ/T 01134-2016

Textiles. Quantitative chemical analysis. Mixtures of
Polysulfonamide fibre and certain other fibres

(English Translation)

Issued on: October 22, 2016 Implemented on: April 1, 2017

Issued by: Ministry of Industry and Information Technology of the

People's Republic of China

Chinastandards.org

Preview: page 1 of 2 shown, 7 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/fz-t-01134-2016

https://chinastandards.org/standards/fz-t-01134-2016


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies a method for the determination of the fiber content of a mixture of

aromatic phosphors and certain other fibers. This standard is suitable for the application of

aromatic and cellulose fibers (cotton, ramie, viscose fiber, etc.), protein fiber (silk, wool,

etc.) and synthetic fiber (polyacrylonitrile fiber, polyester fiber, polypropylene fiber,

polyamide Fiber, aramid 1313, aramid 1414, etc.) of the two-component mixture of

quantitative chemical analysis.

Document data

Chinese classification (CCS): W04.

Estimated length of the Chinese original: 10,112 words.

Standards quoted by this document

GB/T 2910.1

Chinastandards.org

1

Preview: page 2 of 2 shown, 7 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/fz-t-01134-2016

https://chinastandards.org/standards/fz-t-01134-2016

