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What this standard covers

This standard specifies the use of chemical analysis method for the determination of
polypropylene fiber two component mixture method. This standard applies to polypropylene
fibers and certain protein fibers (wool, silk, etc.), cellulose fibers (cotton, linen, viscose fiber,
acetate fiber, triacetate fiber, etc.), synthetic fiber (polyacrylonitrile fiber, Spandex,
polyamide fibers, polyester fibers, etc.).
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