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What this standard covers

This standard specifies a quantitative chemical analysis method for a two-component

mixture of polyacrylonitrile fibers (acrylic) and certain modified polyacrylonitrile fibers

(nitrile-acrylonitrile, meta-chloroacrylic). This standard applies to two-component mixtures

of polyacrylonitrile fibers and modified polyacrylonitrile fibers (see Appendix A for qualitative

identification methods).

Document data

International classification (ICS): 59.080.01.

Chinese classification (CCS): W04.

Estimated length of the Chinese original: 8,820 words.

Standards quoted by this document

GB/T 2910.1

Chinastandards.org

1

Preview: page 2 of 2 shown, 6 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/fz-t-01140-2017

https://chinastandards.org/standards/fz-t-01140-2017

