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What this standard covers

This standard specifies the test method for testing the seam strength of non-woven fabrics

and their products by the grab method. This standard applies to non-woven fabrics and their

products that form seams after single or combined sewing processes such as sewing,

thermal bonding, chemical bonding, and ultrasonic bonding.
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