ICS 59.080.20 F Z

CCSW12

TEXTILE INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

FZ/T 12076-2023

Cotton polyester low elastic yarn core-spun yarn
MR LS BLhL)

(English Translation)

Issued on: April 21, 2023 Implemented on: November 1, 2023

Issued by: Ministry of Industry and Information Technology of the
People's Republic of China

Preview: page 1 of 2 shown, 7 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/fz-t-12076-2023


https://chinastandards.org/standards/fz-t-12076-2023

Table of Contents

What this standard covers

Document data

What this standard covers

This standard specifies the terms and definitions, product classification, marking,
requirements, test methods, inspection rules and signs, and packaging of cotton and
polyester low-elastic core-spun yarn. This standard is applicable to ring-spun yarn with 22
dtex to 77 dtex polyester low-elastic yarn as the core yarn and combed cotton as the outer
cover.
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