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What this standard covers

This standard specifies the terms and definitions of poly (trimethylene
terephthalate)/polyethylene terephthalate (PTT/PET) composite fibers (hereinafter referred
to as PTT/PET composite fibers) and cotton blended interwoven fabrics, Requirements, test
and inspection methods, inspection rules, marking, packaging, transportation and storage.
This standard applies to the warp for the cotton yarn, latitude for the PTT/PET composite
fiber and combed cotton blended yarn, woven production of the color cloth.
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Estimated length of the Chinese original: 12,135 words.

Standards quoted by this document

GB/T 406-2008; GB/T 2910.11; GB/T 3923.1; GB/T 4666; GB/T 4668; GB/T 8170; FZ/T
10004; FZ/T 10006; FZ/T 10009; FZ/T 01057.1; FZ/T 01057.2; FZ/T 01057.3; FZ/T 01057.4;
FZ/T 01057.5; FZ/T 01057.6; FZ/T 01057.7; FZ/T 01057.8; FZ/T 01057.9
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