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What this standard covers

This standard specifies the terms and definitions, classification, requirements, test and test

methods, inspection rules, marking, packaging, transportation and storage of combed

cotton and wool blended fabrics (wool content below 50%). This standard applies to woven

production of combed cotton and wool blended color cloth. Warp for the combed cotton

yarn, weft for the combed cotton and wool blended yarn interwoven nature cloth can refer to

the implementation.
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