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What this standard covers

This standard specifies the terms and definitions of yarn-dyed elastic denim, requirements,
cloth defect score requirements, test methods, inspection rules, marking, packaging,
transportation and storage. This standard applies to spunbond stretch denim with spunbond
or other elastic fibers. This standard does not apply to yarn-dyed non-elastic denim,
yarn-dyed jacquard denim, knitted denim and other fabrics.

Document data

International classification (ICS): 59.080.30.
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Estimated length of the Chinese original: 11,167 words.
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