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What this standard covers

This standard specifies the determination of wool fabric is treated with dry heat after ironing

dimensional change test methods. This standard applies to 30% or more synthetic fibers

blended with wool or synthetic fibers made ??of pure wool fabrics.

Document data

International classification (ICS): 59.080.01.

Chinese classification (CCS): W20.

Estimated length of the Chinese original: 6,681 words.

Supersedes the earlier edition FZ/T 20014-1997.

Standards quoted by this document

GB/T 6529; GB/T 8170
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