
ICS 59.080.01

CCS W 20 FZ

TEXTILE INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

FZ/T 20019-2006
Replacing FZ/T 20019-1999

Test method for determining the seam slippage of wool woven
fabrics

(English Translation)

Issued on: May 25, 2006 Implemented on: January 1, 2007

Issued by: National Development and Reform Commission of the

People's Republic of China

Chinastandards.org

Preview: page 1 of 2 shown, 4 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/fz-t-20019-2006

https://chinastandards.org/standards/fz-t-20019-2006


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies the type using constant elongation tensile tester measuring wool

woven fabric sewn reliability approach. This standard applies to take, decorative wool

fabrics.

Document data

International classification (ICS): 59.080.01.

Chinese classification (CCS): W20.

Estimated length of the Chinese original: 6,686 words.

Adopted international standard: TWC TM117-2000, IDT.

Supersedes the earlier edition FZ/T 20019-1999.

Standards quoted by this document

GB 6529; GB/T 8170
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