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What this standard covers

This standard specifies the terms and definitions for viscose viscose comb slivers, product

specifications, technical requirements, test methods, and packaging, marking,

transportation, and storage. This standard applies to monofilament linear density of 1.67

dtex ~ 6.67 dtex (1.5D ~ 6. OD), the average length is equal to or less than 90 mm, the

quality of viscose fiber combed strips with light, semi-extinction, full extinction hair set

Waiting and acceptance. Other hair cuprammonium comb slivers, modal sliver comb slivers,

and lyocell comb slivers may be used as reference.
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