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What this standard covers

This standard specifies the technical features of carded wool woven wonderful technical
requirements, test methods, inspection rules, packaging and signs. This standard applies to
the identification of pure cashmere and cashmere content of 30% and above q

Document data

International classification (ICS): 59.080.20.
Chinese classification (CCS): W22.

Estimated length of the Chinese original: 9,962 words.

Standards quoted by this document

GBI/T 250; GB/T 3916; GB/T 4841.3; GB/T 5706; GB 9994; GB 18401; GB/T 29862; FZ/T
20002; FZ/T 20017
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