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What this standard covers

This standard specifies the technical requirements, test methods, inspection rules,

packaging and marking of anti-wrinkle combed wool. This standard is suitable for the

identification of various types of woven garments containing anti-wrinkle combed wool

(wool and other animal fiber content of 30% or more blended or interwoven products)

quality.
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