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What this standard covers

This standard specifies the linen bedding product varieties, specifications, requirements,
test methods, inspection rules, marking and packaging. This standard applies to
identification of pure linen, linen content of 50 % or more woven linens (sheets, bedspread,
quilt cover, pillowcases, cushions, etc.) quality.

Document data

International classification (ICS): 97.160.
Chinese classification (CCS): W33.
Estimated length of the Chinese original: 10,187 words.

Supersedes the earlier edition FZ/T 34003-2002.
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