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What this standard covers

This standard specifies the tussah silk fabric requirements, test methods, packaging and

labeling and inspection rules. This standard applies to classifying various types of training

white, dyed and yarn-dyed pure tussah silk fabrics, as well as tussah silk (containing 50 %

or more) with other fibers woven silk fabric quality.

Document data

International classification (ICS): 59.080.30.

Chinese classification (CCS): W43.

Estimated length of the Chinese original: 7,793 words.

Supersedes the earlier edition FZ/T 43006-1993.

Standards quoted by this document

GB/T 250; GB 5296.4; GB/T 15552; ??GB 18401; FZ/T 01053
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