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What this standard covers

This standard specifies: nylon filament fabric requirements, test methods, inspection rules,

packaging and identification. This standard applies to all types of assessment taking plain

weave nylon filament, nylon filament yarn and other fibers interwoven

Document data

International classification (ICS): 59.080.30.

Chinese classification (CCS): W43.

Estimated length of the Chinese original: 10,195 words.

Supersedes the earlier edition FZ/T 43012-1999.

Standards quoted by this document
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