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What this standard covers

This standard specifies the buttercup silk Tussah terms and definitions, requirements, test

methods, inspection rules, packaging and identification. This standard applies to

assessment of pure silk fabrics for the primary processing of raw materials or colored

tussah silk buttercup. This standard does not apply to special assessment tussah silk

buttercup silk fabric processing.
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