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What this standard covers

This standard stipulates the requirements, test methods, inspection rules, packaging and
markings for white silkworm silk fabrics. This standard is applicable to the assessment of
the quality of various types of mulberry silk content of 50% or more white fabric training.

Document data
International classification (ICS): 59.080.30.
Chinese classification (CCS): W43.

Estimated length of the Chinese original: 7,792 words.

Standards quoted by this document

GBI/T 2910.1; GB/T 2910.2; GB/T 2910.3; GB/T 2910.4; GB/T 2910.5; GB/T 2910.6; GB/T
2910.7; GB/T 2910.8; GB/T 2910.9; GB/T 2910.10; GB/T 2910.11; GB/T 2910.12; GB/T
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2910.19
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