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What this standard covers

This standard specifies the test method for the hydrophilic properties of short fibers,

including the test of sinking time, wicking height and water retention rate. Different aspects

of the above hydrophilic properties may be related to the subsequent use of the product

being tested. This standard applies to chemical fiber staple fibers, except for water-soluble

fibers.
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