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What this standard covers

This standard specifies the terms and definitions, technical requirements, test methods,

inspection rules and requirements for marking, packaging, transportation and storage of

fiber-grade antimony-free polyethylene terephthalate (PET) chips. This standard applies to

fiber-grade, semi-dull, antimony-free polyethylene terephthalate (PET) chips produced from

terephthalic acid and ethylene glycol. Other antimony-free polyester chips can be used as a

reference.
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