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What this standard covers

This Standard specifies the terms and definitions of polylactic acid staple fiber products,
product identification, technical requirements, test methods, inspection rules and signs,
packaging, transportation and storage requirements. This Standard applies to the polylactic
acid as a raw material, the nominal linear density made by melt spinning 1.1dtex ~ 2.1dtex,
circular cross-section, without adding matting agents, color, filled with non-polylactic acid
short fibers. Other types of polylactic acid can refer to the use of short fibers.
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