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What this standard covers

This standard specifies the terms and definitions bright shaped nylon 66 stretch yarn,
product identification, technical requirements, test methods, inspection rules and signs,
packaging, transportation and storage requirements. This standard applies to
polyhexamethylene adipamide as raw materials made of stretch yarn, linear density in the
range of 40.0 dtex ~ 240.0 dtex (plied yarn plied before nominal linear density); single linear
density 1.3 dtex ~ 7.0 dtex, bright shaped nylon 66 stretch yarn triangle and trilobal
cross-section, may refer to other types of use.
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International classification (ICS): 59.060.20.
Chinese classification (CCS): W52.

Estimated length of the Chinese original: 11,148 words.
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GB/T 250; GB/T 2828.1-2012; GB/T 3291.1; GB/T 3291.3; GB/T 4146.1; GB/T 4146.3;
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GB/T 14345; FZ/T 50001; FZ/T 50002; FZ/T 50008
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