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What this standard covers

This Standard specifies the PVC/polyethylene terephthalate (PVC/PET) composite coated

wire (hereinafter referred to as: PVC/PET composite coated wire) the terms and definitions,

classification and identification, technical requirements, test methods, inspection rules and

signs, packaging, transportation and storage requirements. This Standard applies to a

linear density of 1000.0dtex ~ 46000.0dtex, a diameter of approximately circular

cross-section of PVC/PET composite coated wire of 0.20mm ~ 3.00mm. Other PVC/PET

composite coated wire can refer to use.
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