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What this standard covers

This standard specifies the terms and definitions, classification and identification of nylon

66 monofilament, technical requirements, test methods, inspection rules and marking,

packaging, transportation and storage requirements. Note: For the conversion formula of

nylon 66 monofilament-line density and corresponding equivalent diameter, see Appendix

A.
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