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What this standard covers

This standard specifies the terms and definitions, classification and marking, technical

requirements, test methods, inspection rules and markings, packaging, transportation and

storage requirements of nylon 6 drawn segregated master yarns. This standard applies to

natural, circular and triangular cross-sections with a bus density of 100.0 dtex to 720.0 dtex

and a monofilament linear density of 10.0 dtex to 60.0 dtex. Nylon 6 drawing and splitting

master yarn can be used for reference.
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