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What this standard covers

This standard specifies the terms and definitions, product identification, technical

requirements, test methods, inspection rules and requirements for marking, packaging,

transportation and storage of antimony-free polyester low-elasticity yarn. This standard

applies to antimony-free polyester low-stretch yarns with a bus density of 30 dtex to 350

dtex and a single-filament linear density of 0.5 dtex to 5.6 dtex, circular cross-section, and

semi-dull antimony-free polyester low-stretch yarns. Other specifications and types of

antimony-free polyester low-stretch yarns can be used for reference.

Document data

International classification (ICS): 59.060.20.

Chinese classification (CCS): W52.

Estimated length of the Chinese original: 9,935 words.

Chinastandards.org

1

Preview: page 2 of 2 shown, 7 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/fz-t-54134-2022

https://chinastandards.org/standards/fz-t-54134-2022

