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What this standard covers

This standard specifies the classification, specifications, requirements, test methods,

sampling, inspection rules, packaging, marking, transportation and storage of polyvinyl

chloride covered silk fabrics for sunshade. This standard is applicable to sunshade fabrics

woven with polyester fiber or glass fiber as the core and covered with polyvinyl chloride

material.
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