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What this standard covers

This standard specifies the test method for measuring the dimensional change rate, peeling

strength change rate and evaluating the appearance change of fusible interlining garments

after a complete washing process test process (one washing process and one drying

process). This standard is applicable to the washing resistance test of various types of

washable garments using adhesive linings. It is also applicable to the washing resistance

testing of pieces, combined samples or small samples of clothing fabrics and adhesive

linings bonded together.
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