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What this standard covers

This standard specifies the classification, parameters and markings, requirements, test

methods, inspection rules and signs, packaging, transportation and storage of hanging

ingots. This standard applies to cotton, wool, silk spinning and chemical fiber pure spinning

or blending, and other types of ring spinning machine, suspended ingots of coarse and thin

hanging roving bobbins.

Document data

International classification (ICS): 59.120.10.

Chinese classification (CCS): W91.

Estimated length of the Chinese original: 8,828 words.

Supersedes the earlier edition FZ/T 92021-2008.

Standards quoted by this document

GB/T 191; FZ/T 90001; FZ/T 90110-2013
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