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What this standard covers

This standard specifies the main parameters shuttle wool machine, technical requirements,

test methods, inspection rules and signs, packaging, transportation and storage. This

standard applies to weaving weft density of 190 ~ 350/10cm, warp density of 200 ~

510/10cm, linear density of 36 ~ 17tex combed fabric of shuttle weaving machine and

woolen weft density of 80 to 300/10 cm, a warp density of 80 to 300/10cm, linear density of

the carded fabric 400tex shuttle wool machine.

Document data

International classification (ICS): 59.120.30.

Chinese classification (CCS): W93.

Estimated length of the Chinese original: 8,845 words.

Supersedes the earlier edition FJ/JQ 261-1989.

Standards quoted by this document
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