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What this standard covers

This standard specifies the Electronic fabric strength tester 's basic functions and
parameters, requirements, test methods, inspection rules, marking, packaging, transport
and storage. This standard applies to CRE (constant elongation) assays detect a variety of
fabric strength electronic fabric strength tester.

Document data

International classification (ICS): 59.120.99.
Chinese classification (CCS): W98.

Estimated length of the Chinese original: 14,179 words.

Standards quoted by this document

GB/T 191; GB 4793.1-2007; GB/T 7111.1-2002; GB/T 6587.2-1986; GB/T 6587.3-1986;
GB/T 6587.4-1986; GB/T 6587.5-1986; GB/T 6587.6- 1986; GB/T 6587.8-1986; GB/T
17626.2-2006; GB/T 17626.4-2008; GB/T 17626.11-2008; FZ/T 90054; FZ/T 90089.1; FZ/T
90089.2
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