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What this standard covers

This standard specifies the basic parameters, requirements, test methods, inspection rules

and signs, packaging, transportation and storage of the A-type fabric shrinkage tester for

horizontal drums and front doors. This standard is applicable to the A-type fabric shrinkage

tester (hereinafter referred to as the shrinkage tester) that can be used to preset standard

laundry procedures.
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