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What this standard covers

This standard specifies the terms and definitions, basic functions and parameters,

requirements, test methods, inspection rules and signs, packaging, transportation and

storage of textile waterproof performance testers. This standard applies to a tester for

determining the resistance to water penetration of textiles at a constant rate of water

pressure rise.
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