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What this standard covers

This standard specifies the terms and definitions, types and structures, requirements, test

methods, inspection rules, marking, packaging, transportation and storage of fabric pilling

performance testers using the random tumbling method. This standard applies to the

design, production and testing of fabric pilling performance testers using the random

tumbling method.

Document data

International classification (ICS): 59.120.99.

Chinese classification (CCS): W98.

Estimated length of the Chinese original: 10,168 words.

Chinastandards.org

1

Preview: page 2 of 2 shown, 7 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/fz-t-98025-2025

https://chinastandards.org/standards/fz-t-98025-2025

