
ICS 59.120.01

CCS W 92 FZ

TEXTILE INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

FZ/T 99018-2013

Electrical control systems of textile machinery. High-voltage
test specifications

(English Translation)

Issued on: October 17, 2013 Implemented on: March 1, 2014

Issued by: Ministry of Industry and Information Technology of the

People's Republic of China

Chinastandards.org

Preview: page 1 of 2 shown, 7 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/fz-t-99018-2013

https://chinastandards.org/standards/fz-t-99018-2013


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies the determination of water absorption capacity of fiber reinforced

plastics at a predetermined size, temperature and immersion time - equipment, samples,

test procedures, calculations, test results and test reports. This standard a
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