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Foreword

The technical content of this standard is mandatory.

This standard is drafted in accordance with the rules given in GB/T 1.1-2009.

This standard is proposed by the Ministry of Public Security Equipment Finance Bureau.

This standard by the National Police Equipment Standardization Technical Committee

(SAC/TC561) centralized.

The drafting of this standard. the Ministry of Public Security Equipment Bureau of Finance,

the Ministry of Public Security special police equipment quality supervision and inspection

center, the national military product quality Supervision and inspection center, the first

Institute of Public Security, Yangzhou British Maijie Clothing Co., Ltd.

1 Scope

This standard specifies the requirements, test methods, inspection rules and signs,

packaging, and inspection requirements of the capitial ceremonial cap (hereinafter referred

to as "ritual roll"), Transport and storage.

This standard applies to the production, inspection and acceptance of ceremonies.

2 Normative reference documents

The following documents are indispensable for the application of this document. For dated

references, only the dated edition applies to this article Pieces. For undated references, the

latest edition (including all modifications) applies to this document.

GB/T 250 Textiles - Tests for color fastness - Assessment of discoloration with gray cards

Quantitative chemical analysis of textiles - Part 11. Mixtures of cellulosic fibers and

polyester fibers (sulfur Acid method) GB/T 2912.1-2009 Textiles - Determination of

Chinastandards.org

2

Preview: page 3 of 4 shown, 18 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/ga-1373-2017

https://chinastandards.org/standards/ga-1373-2017


formaldehyde - Part 1. Free and hydrolyzed formaldehyde (water extraction) Textiles - Tests

for color fastness - Color fastness to rubbing GB/T 3920-2008 Textiles - Tests for color

fastness - Color fastness to soaping GB/T 3921-2008 Textiles - Tests for color fastness -

Color fastness to perspiration GB/T 3922-2013 GB/T 3923.1-2013 Textile fabrics - Tensile

properties - Part 1. Determination of breaking strength and elongation at break Sample)

Textiles - Determination of fabric length and width GB/T 4666-2009 Determination of woven

fabric density GB/T 4668-1995 Textiles - Determination of unit length and mass per unit

area of woven fabrics Sewing thread GB/T 6836-2007 Textiles - Determination of pH value

of aqueous extract Textiles - Tests for color fastness - Color fastness to artificial light. Xenon

arcs GB/T 8427-2008 GB/T 8628-2013 Preparation, marking and measurement of fabric

samples and garments for testing of dimensional changes in textiles Household washing

and drying procedures for textile testing GB/T 8629-2001 GB/T 8630-2013 Determination of

dimensional changes after washing and drying of textiles GB 18401 Textiles - Basic

technical specifications for textile products Textiles - Determination of breaking strength -

Steel ball method GB/T Test method for hot - melt coating and coating uniformity of hot -

melt adhesive liners FZ/T 01081-2009 Test method for dry - heat dimensional change of hot

- melt bonded liners (FZ/T 01082-2009) Test method for appearance and dimensional

change of hot - melt adhesive sheets after dry cleaning Test method for appearance and

dimensional change of hot - melt adhesive sheets after water washing FZ/T 01084-2009

Test method for peel strength using bonded linings GA 252 police pack
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