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Foreword

This document is in accordance with the provisions of GB/T 1.1-2020 "Guidelines for

standardization work Part 1: Structure and drafting rules for standardization documents"

Drafting is required.

1 Scope

This document specifies the requirements, test methods, inspection rules, labeling,

packaging, transportation and storage of police dress shoes for men.

This document applies to the production, inspection and ordering of police dress leather

shoes for men.

2 Normative references

The contents of the following documents constitute the essential clauses of this document

through normative references in this document.

For referenced documents without a date, only the version corresponding to that date

applies to this document; for referenced documents without a date, the latest version

(including all amendments) applies to this document.

GB/T 2411-2008 Plastics and hard rubber - Determination of indentation hardness (Shore

hardness) using a durometer GB/T 2910.24-2009 Quantitative chemical analysis of textiles

Part 24: Mixtures of polyester and certain other fibers (Phenol/tetrachloroethane method)

GB/T 2912.1-2009 Determination of formaldehyde in textiles Part 1: Free and hydrolyzed
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formaldehyde (water extraction method) GB/T 3294 Shoe last size testing method GB/T

3903.1-2017 Test method for whole shoes of footwear - Folding resistance GB/T

3903.2-2017 Test method for whole shoe wear resistance GB/T 3903.3-2011 Footwear Test

Method Peel Strength GB/T 3903.4-2017 Footwear Test Method Hardness of Whole Shoes

GB/T 3903.5-2011 Test methods for whole shoes - Sensory quality GB/T 3920-2008

Textiles - Tests for colour fastness - Colour fastness to rubbing GB/T 3922-2013 Textiles -

Tests for colour fastness - Colour fastness to perspiration GB/T 4669-2008 Textiles -

Determination of mass per unit length and mass per unit area of woven fabrics GB/T

6343-2009 Determination of apparent density of foam plastics and rubber GB/T 9867-2008

Determination of wear resistance of vulcanized rubber or thermoplastic rubber (rotating

roller abrasion machine method) GB/T 17592-2011 Determination of banned azo dyes in

textiles GB/T.19941.2-2019 Determination of formaldehyde content in leather and fur Part

2: Spectrophotometric method GB/T.19942-2019 Determination of banned azo dyes in

chemical tests for leather and fur GB/T.19976-2005 Determination of bursting strength of

textiles - Steel ball method GB/T 21196.2-2007 Textiles - Determination of the abrasion

resistance of fabrics by the Martindale method - Part 2: Determination of specimen damage

GB/T 22807-2019 Chemical tests on leather and fur - Determination of hexavalent

chromium content. spectrophotometric method GB/T 23344-2009 Determination of

4-aminoazobenzene in textiles GB/T 38408-2019 Leather material identification microscope

method GB/T 43293 Shoe Size GA 252 Police Uniform Packaging GA 309-2021 Police

shoes men's single leather shoes HG/T 2872-2009 Test method for apparent density of

microporous materials for rubber and plastic shoes HG/T 2876-2009 Test method for

compression deformation of microporous materials of rubber and plastic shoes
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