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Foreword

This document is in accordance with the provisions of GB/T 1.1-2020 "Guidelines for

standardization work Part 1: Structure and drafting rules for standardization documents"

Drafting is required.

1 Scope

This document specifies the requirements, test methods, inspection rules, packaging,

transportation, and other aspects of the police hat, formal dress cap, and curly brim cap

(hereinafter referred to as "formal dress cap").

And storage.

This document applies to the production, inspection and ordering of formal dress caps.

2 Normative references

The contents of the following documents constitute the essential clauses of this document

through normative references in this document.

For referenced documents without a date, only the version corresponding to that date

applies to this document; for referenced documents without a date, the latest version

(including all amendments) applies to this document.

GB/T 191 Pictorial markings for packaging, storage and transportation GB/T 250 Textiles -

Grey scale for colour fastness tests GB/T 2910.1 Quantitative chemical analysis of textiles

Part 1: General principles of testing GB/T 2910.4 Quantitative chemical analysis of textiles

Part 4: Mixtures of certain protein fibres and certain other fibres (secondary Chlorate

method) GB/T 2912.1 Determination of formaldehyde in textiles Part 1: Free and hydrolyzed

formaldehyde (water extraction method) GB/T 3920 Textiles - Tests for colour fastness -

Colour fastness to rubbing GB/T 3921-2008 Textiles - Tests for colour fastness - Colour
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fastness to washing with soap GB/T 3922 Textiles - Tests for colour fastness - Colour

fastness to perspiration GB/T 3923.1 Tensile properties of textile fabrics Part 1:

Determination of breaking strength and elongation at break (strip method) GB/T 4668

Determination of density of woven fabrics GB/T 4669-2008 Textiles - Determination of mass

per unit length and mass per unit area of woven fabrics GB/T 4802.1-2008 Determination of

the pilling properties of textile fabrics Part 1: Circular locus method GB/T 6343

Determination of apparent density of cellular plastics and rubber GB/T 6543-2008 Single

corrugated box and double corrugated box for transport packaging GB/T 6836 Sewing

thread GB/T 7573 Determination of pH value of aqueous extract of textiles GB/T 8170

Rules for rounding off values and expression and determination of limit values GB/T

8427-2019 Textiles - Tests for colour fastness - Colour fastness to artificial light. Xenon arc

fading lamp GB/T 8628 Preparation, marking and measurement of fabric specimens and

garments in tests for the determination of dimensional change in textiles GB/T 8629-2017

Domestic washing and drying procedures for textile testing GB/T 8630 Determination of

dimensional changes of textiles after washing and drying GB/T 12490-2014 Textiles - Tests

for colour fastness - Colour fastness to domestic and commercial washing

GB/T.19976-2005 Determination of bursting strength of textiles - Steel ball method GA 2111

Police uniform material combed wool polyester twill GA 2116 Police dress buttons QB/T

2537 Leather color fastness test - reciprocating rubbing color fastness
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